AR
TEST REPORT

REG S/ RepOrt NO ..o, . WTH24H11254160C

FAETT Applicant ..o M TR A TR A A
Meizhou Chaojie Electronics Co., Ltd

HBE/ ADAIess ..o DRI TR RS R Ul 513 2
Plant 513, xinkengbian, tangkeng Town, Fengshun County,
Meizhou City

FEMRAFR/ Sample Name .........cooovvveeeeennnn. : X PCB Double-sided PCB

B ER/ Test Requested ...........co.cveee. D BIREEA BRI HE(TSCA), A IINRE S b TLI R A

A ZARE AT BRI (PBT) A2 (1) 5 & ./ Determine the five
Persistent, Bioaccumulative and Toxic (PBT) chemicals
content in the sample with reference to Toxic Substances
Control Act (TSCA).

W45/ Test Conclusion ......ceecveeveann. . &% PASS

k&30 B 8/ Date of Receipt sample..... : 2024-11-01

WU/ Testing period ... : 2024-11-01 ~ 2024-11-05

& HE/ Date of ISSUE...cocvevvveecicieie : 2024-11-05

R E5 5 Test ReSUlt....ccccccccccene, © 4R F U/ Refer to next page (s)

w4 #H11E/ Prepared By:
BN R R AR PR A 7
Waltek Testing Group HCT (Shenzhen) Co., Ltd.

Hotk: TARERYIT R X e R ATE BT A A X R % 30-9 5 1 2. 2 2. 32 (RETLE B #) )
Address: Building B,Tianji Industrial Park,Floor 1&2&3 N0.30-9 Laiyin Road, Xinsheng Community, Longgang
Street, Longgang District,Shenzhen,Guangdong,China
115/ Tel:+86-755-84616666/400-0066-989 347/ E-mail:service@hct-test.com

GRYNTTRFFULRAAG IR A BR 22
BTN

Signed for and on behalf of

Waltek Testing Group HCT (Shenzhen) Co.,
Ltd.
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RYITTIRES AT R AG M+ R G PR A 7] Waltek Testing Group HCT (Shenzhen) Co., Ltd.
http://www.hct-test.com 1/5 HCT/RF-23-19
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.45 %% 5/ Report No.: WTH24H11254160C

K45 B/ Test Result(s):
Kl 77 v 143 2% Test Method/Equipment: HCT/SZ-SOP-YJ-PI1067; GC-MS

. . @R
R E CAS & AL | R MR reeut © MR
Test Item(s) CAS No. Unit MDL Limit
(1+2)*

R "KM @ Decabromodiphenyl 23
TR=* pheny 1163-19-5 | mglkg 5 ND T_ﬂﬂ_
ether(DecaBDE)2: Prohibited
SEN AL BER = K5 (PIP(3:1))22 .
Phenol, isopropylated 68937-41-7 mg/kg 5 ND m_ .

Prohibited

phosphate(PIP (3:1))2
2,4,6-=(fUT H) A M (2,4,6-TTBP)3
2,4,6-Tris(tert-butyl)phenol(2,4,6- 732-26-3 mg/kg 50 ND 3000
TTBP)=
N T )% Hexachlorobutadiene 23
’\ 87-68-3 | mglkg 5 ND I
(HCBD) Prohibited
HA KR Pentachlorothiophenol

133-49-3 mg/kg 50 ND 10000
(PCTP)

& VEl Note:

mg/kg (Z7% 8T %) = ppm (H /i %3 2) mg/kg (milligram per kilogram) = ppm (parts per million)

ND=f& 1/ ND=Not Detected

MDL=Method Detection Limit

SU=FEMIEE R B T A TR IORER S S E s I RO RL, eI ./ 3=Exemption is available if the
samples submitted for testing are from Plastic for recycling from products or articles containing DecaBDE.

AR IRE A FAME R 1), AEENE G N . O T 0SB S S U @7 W 7R AR
@FRZEAFL S WUR TR A A B 4 A @FE P RGP R A 77 UL A I BR TSR KRG 770 ) h Tl 44 s @FLZE A
LRI RIS ©KE T EF PIPG:L) RSB W IR /32=The submitted sample is exempted
from the regulated scope if it is anyone of the following: @Hydraulic fluids for aviation or military industry;
@Lubricants and grease; ®New and replacement parts for motor and aerospace vehicles; @Intermediate in a
closed system to produce cyanoacrylate adhesive; ®Specialized engine air filters for locomotive and marine
applications; ®Finished products or articles made of plastic recycled from products or articles containing PIP (3:1).
3 =HRAT HRE A AN B R, DGR Ve . / 23=The submitted sample is out of the regulated scope if
it is not oil or lubricant.

= MR R BEAT SR LU IR SR I, AN A R T R M A R TR AR T RN I 4 IR T e S AR TR B AR
Zw A, /*= As specified by client, the samples were equal mass proportional mixed to test, and the test results
are calculated based on the minimum sample quality. The result(s) shown on this report may be different from the
content of any homogeneous material.
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.45 %% 5/ Report No.: WTH24H11254160C

¥R/ Sample Description:

||

FE5 | HCT % ID T R &E
No. | HCT Sample ID Test Part Description Note
Beige copper-coated laminate
oK e 4 PR B 4 9¢ coPP |
WTH24H11254159C~4 o board with green, White
1 1 t, AEREERGHEZ . o . °
161C.1 coating with silver plating (PCB
(PCB #)
board)
KT 78 4 2 R AR IE S Bei -coated laminat
WTH24H11254159C~4 *E@E‘HEFWL S eige cc-)pper coate .amma e
2 161C.2 2 &, AtiRZE (PCB board with green, White °
' e coating (PCB board)
£&VE/ Note:
o =52 fr A £ i /e=Actual tested sample
Kyl # 2R/ Test Flow Chart:
FE i i) % ﬁ FE AR E ﬁ B LA REEL
Hdm a2 K—— GC-MS73#r ——— s/ MR BOA TR

Sample Preparation

:‘) Weighing sample

Data K—— Analysis by GC-MS

3/5

Organic solvent extraction

I

Concentration/ Dilution of

——— Extracted solution

DEZ SHIRAF Waltek Testing Group HCT (Shenzhen) Co., Ltd.
HCT/RF-23-19




.45 %% 5/ Report No.: WTH24H11254160C

¥ & Mt B/ The photo of the sample
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WTH24H11254159C~4161C.2

WTH24H11254159C~4161C.1

75 B/ Statement:
1. kil o oAt N7 AE F & 6.
This report is considered invalid without approved signature and special seal
W5 R HZAET IR M, BT RO HE L1151, HCT RIZSEH RSk

2. ZHTEAL KbhE, FESRIEE S )
The Applicant name and Address, the sample(s) and sample information was/were provided by the applicant

who should be responsible for the authenticity which HCT hasn't verified

3. AHERMLEIR (550D AU 2R 5T,
The result(s)(conclusion) shown in this report refer(s) only to the sample(s) tested

4. R& HCT BlFE, A EHIARSE .
Without written approval of HCT, this report can’t be reproduced except in full
7o CMA PRIAR S P S RAUT T2 R, e, WS Pt H K, (LBt ES %

5.
The result(s) in no CMA logo report shall only be used for client’s scientific research, teaching, internal quality

control, product research and development, etc..and just for internal reference

6. A7 CNAS FriRi iy “n” ARZIIIH & A HiE CNAS AT,
The “n” in CNAS logo report means that the test item(s) was (were) currently not applying for CNAS

accreditation.
7. AR A E R -
Decision rules used in this report:
() i F R 00 S SR A7) 032 0 o v A ) S DU
(2) G e I R ) R b AT FILE 0 IR A 3, 3% (CNAS-GLO15 5 AN AN

{7 B4 52 (W=0) ) — 7T 4 5 KL«

PEFE IR ) 6.2.1

4/5 HCT/RF-23-19




A
.45 %% 5/ Report No.: WTH24H11254160C

B (R --IAHE AL T B VFIX TR LA
NG (R L)--IAHE AL T B VF X TR BLAE
(1)According to the Decision rules in the regulations/standards listed in the Test Requested;
(2)If there is no Decision rules specified in the regulations listed in the Test Requested, then according to
CNAS-GLO015 Guidelines on Decision Rules and Statements of Conformity, 6.2.1, Simple Acceptance (w=0) of
The binary Decision rule:
PASS (Accepted) - The measured value is within the tolerance interval.
FAIL (Rejected) - The measured value is outside the tolerance interval.
======H{ 745/ End of Report ======

HCT/RF-23-19
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